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Description

Mix A

Foundation walls,
constantly damp
conditions, aggressive
soils

Mix B

Exterior and interior
plaster above DPC

Using common cement
Cement' Hydrated Sand,

kg lime kg measured
loose and
damp litre
50 0-10 130

50 0-25 200
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